SEGEMAR - Delegacion La Rioja
Planillas de Analisis Quimicos de Muestras de Sedimientos de Corrientes

LR13D

ORDEN | Mosaico NUMERO TIPO Cu Pb Zn
1 13D 7886 Sed<80 25 30 70

2 13D 7887 Sed<80 30 30 70

3 13D 7888 Sed<80 30 25 80

4 13D 7889 Sed<80 25 35 80

5 13D 7890 Sed<80 15 35 65

6 13D 7891 Sed<80 40 40 85

7 13D 7892 Sed<80 20 35 80

8 13D 7893 Sed<80 15 35 65

9 13D 7894 Sed<80 15 40 65
10 13D 7895 Sed<80 25 35 80
11 13D 7896 Sed<80 20 35 65
12 13D 7897 Sed<80 15 40 60
13 13D 7898 Sed<80 25 35 60
14 13D 7899 Sed<80 25 40 65
15 13D 7900 Sed<80 25 40 80
16 13D 7990 Sed<80 15 45 65
17 13D 7991 Sed<80 15 35 60
18 13D 7992 Sed<80 20 40 80
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